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GUANGZHOU CHENG HAN ELECTRONICS TECHNOLOGY CO.,LTD
NO.38,ZHAOCUNBEIWAIYUE,LIWANDISTRICT,GUANGZHOU CITY,GUANGDONG,CHINA

Sample Name : Transformer

SGS Job No. : CP20-050105 - GZ

Tested Basic Model No. GST5009 LF

(P.O.No) :

Client Ref. Info. : See remark (5)

Date of Sample Received : 23 Sep 2020

Verification Period : 23 Sep 2020 - 10 Oct 2020

Verification Requested : With reference to RoHS Directive (EU) 2015/863 amending 2011/65/EU.
Verification Method : Please refer to next page(s).

Verification Result : Please refer to next page(s).

Verification Conclusion : Based on the verification results of the submitted samples, the results of Lead,

Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDEs) and Phthalates such as
Bis(2-ethylhexyl) phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl
phthalate (DBP) , and Diisobutyl phthalate (DIBP) comply with the limits as set by
RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

'lj/ferZ/wéq

Tyler Zhang
Approved Signatory

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at http:ﬂwww.s?s.cum!anfrerms-and-f.‘:unditiunszerms-a-Dm:umant.aspx.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contactus attelephone: (86-755)8307 1443,
or email: CN.Doccheck@sgs.com

198 Kezhu Road,Scientech Park Guangzhou Economic & Technology Development District Guangzhou,China 510663  t (86-20) 82155555 f (86-20) 82075113 www.sgsgroup.com.cn
FE-H -SEFEAFEZEMEHAZKE198S BB4R: 510663 t (86-20) 82155555 f (86-20) 82075113 € sgs.china@sgs.com

Member of the SGS Group (SGS SA)
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